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a) magnification 200x b) magnification 500x 

Fig. 1. Microstructure of AlSi10MgMn alloy without iron addition, etch. 20 ml H2SO4 + 100 ml H2O 
 

  
a) magnification 200x b) magnification 500x 

Fig. 2. Microstructure of AlSi10MgMn alloy with 15,000 ppm of iron addition, etch. 20 ml H2SO4 + 100 ml H2O 
 

  
a) magnification 200x b) magnification 500x 

Fig. 3. Microstructure of AlSi10MgMn alloy with 20,000 ppm of iron addition, etch. 20 ml H2SO4 + 100 ml H2O 
 

  
a) magnification 200x b) magnification 500x 

Fig. 4. Microstructure of AlSi10MgMn alloy with 30,000 ppm of iron addition, etch. 20 ml H2SO4 + 100 ml H2O 
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